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DESCRIPTION MATER AL MAT. LOCATION

COPPER CLAD BOARD FR4/Cu CLAD BOTH SIDES

NOTES: UNLESS OTHERWISE SPECIFIED,

SH.
1

25I3353 | A

| DIMENSTONS AND TOLERANCING PER ANSI Y I[4. 5M-19872
UNITTS ARE [N INCHES UNLESS OTHERWISE SPECIFIED.
o AFTER LASER CUTTING CLEAN CUT SURFACES FROM CARBON
RESITDUE WITH SCOTCH BRITE
R2. 314 3. REMOVE OXIDATION FROM THE COPPER SURFACE. KEEP
THE SURFACE BRIGHT
+.010 4 WIPE EVERY PIECE WITH ALCOHOL AND BAG THEM.
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